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IMPORTANT NOTE: This NFPA document is made ava.ilable for 
use subject to important rwtices and legal disclaimers. These rwtices 
and disclaimers appear in all publications containing this document 
and may be found under the heading "Important Notices and 
Disclaimers Concerning NFPA Standards. " They can also be viewed 
at www. njpa.org! disclaimers or obtained on request from NFPA. 

UPDATES, ALERTS, AND FUTURE EDITIONS: New editions of 
NFPA codes, standards, recommended practices, and guides (i.e., 
NFPA Standards) are released on scheduled revision cycles. This 
editian may be superseded by a later one, or it may be amended 
outside of its scheduled revision cycle through the issuance of Tenta
tive Interim Amendments (TIAs). An official NFPA Standard at any 
paint in t ime consists of the current edition of the document, together 
with all TIAs and Errata in effect. To verifY that this document is the 
current edition or to determine if it has been amended by TIAs or 
Errata, please consult the National Fire Codes® Subscription Service 
or the "List of NFPA Codes & Standards" at wwm nfpa.org/ docinfo. 
In addition to TIAs and Errata, the document information pages also 
include the option to sign up for alerts for individual documents and 
to be involved in the development of the next edition. 

NOTICE: An asterisk (*) following the number or letter 
designating a paragraph indicates that explanatory material on 
the paragraph can be found in Annex A. 

A reference in brackets [ l following a section or paragmph 
indicates material that has been exu·acted from another NFPA 
document. Exu·acted text may be edited for consistency and 
style and may include the t·evision of internal paragraph refer
ences and other references as appropriate. Requests for inter
pretations or revisions of exu·acted text shall be sent to the 
technical committee responsible for the source document. 

Information on referenced and exu·acted publications can 
be found in Chapter 2 and Annex D. 

Chapter 1 Administration 

1.1 * Scope. 

1.1.1 * This test method is intended to provide a means for 
assessing the lethal toxic potency of combustion products 
produced from a material or product ignited when exposed to 
a radiant flux. 

1.1.2 This test method has been designed to generate toxic 
potency data on materials and products (including composites) 
for use in fire hazard analysis. It is also permitted to be used to 
assist in the research and development of materials and prod
ucts. 

1.1.3 Lethal Toxic Potency Values. 

1.1.3.1 Lethal toxic potency values associated with 30-minute 
exposures are predicted using calculations that employ 
combustion atmospheric analytical data for carbon monoxide, 
carbon dioxide, oxygen (vitiation), and, if present, hydrogen 
cyanide, hydrogen chloride, and hydmgen bromide. 

2022 Edition 

1.1.3.2 These predictive equations are therefore limited to 
those materials and products whose smoke toxicity can be 
attributed to these toxicants. 

1.1.3.3 The confirmation of the predicted lethal toxic potency 
values by means of an animal check will serve to determine the 
extent to which additional toxicants contribute to the lethal 
toxic potency of the smoke. 

1.1.3.4 Whet·e an animal check test result does not confirm 
the predicted lethal toxic potency values, the presence of one 
or more additional toxicants or toxicological antagonists is 
indicated by the degree of disagreement between the two 
results, and indicates the importance of the unmeastu·ed 
factors . 

1.1.4 Specimens at·e exposed to a t·adiant heating flux with an 
elecu·ic spark ignition. 

1.1.5 Specimens tested are representative of finished prod
ucts, including composite and combination systems. 

1.1.6 This standard is not intended to address all safety issues 
a5sociated with its use. It is the responsibility of the user of this 
standard to establish appropriate safety and health practices 
and to determine the applicabil ity of regulatory limitations 
(especially vvith regard to the institutional care and use of 
experimental test animals) pri01· to u se. (Far specific haza-rd 
n:quimments, see Section 6.1. ) 

1.2 Purpose. 

1.2.1 This test method is intended to pwvide data for the 
mathematical modeling of fi re hazard as a means for the evalu
ation of materials and product5. 

1.2.2 This test method shall be used to predict, and subse
quently confirm, the lethal toxic potency of smoke produced 
upon exposure of a material or product to specific fire test 
conditions. Confinnation determines whether certain major 
gaseous toxicants account for the observed toxic effects as well 
as the lethal toxic potency. If a predicted lethal toxic potency 
value is not adequately confirmed, indicating the potential fot· 
unusual or unexplained toxicity due to other components, the 
lethal toxic potency shall be investigated using other methodol
ogy, such as conducting an experimental determination of the 
LCr,o using the apparatus described. (See B.3.1 and B.3.2.) 

1.2.3 This test method produces lethal toxic potency data tl1at 
shall be considered appropriate for use in modeling the hazard 
of both preflashover and postflashover fires . Most fire deaths 
due to smoke inhalation in the United States occur in areas 
otl1er than the room of fire origin and are caused by fires that 
have proceeded beyond tl1e room of fire origin . It is assumed 
that these fires typically are flashover fires. Therefore, the prin
cipal emphasis is placed on evaluating toxic hazard under these 
conditions. In postflashover fires, large concenu·ations of 
carbon monoxide result from a reduced air supply to the fire 
plume. Because bench-scale test5 do not have the capabili ty to 
simulate tl1is phenomenon, the lethal toxic potenc ies deter
mined in this test method shall require adjustment for use in 
modeling the hazard from postflashover conditions (see 11.2.3). 
For preflashover conditions, th e LC50 values derived from this 
method shall be permitted to be used as toxic potency data 
without adjustment. 
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1.2.4 Lethal toxic potency values determined in this test 
method exhibit a degree of uncertainty where used to predict 
real-scale toxic potencies. (See B.4.2.) 

1.2.5 Tests shall be conducted on small-sized specimens repre
sentative of the materials, products, or composites in their 
intended end use. 

1.2.6 This test method does not attempt to address the toxico
logical significance of changes in particulate or aerosol size, 
smoke transport, disu·ibution, or deposition or of changes in 
the concenu·ation of any smoke constituent as a function of 
time that occut·s in an actual fire . 

1.2.7 The propensity for smoke from any material, when 
tested for its etfects on a rat, to have the same effects on a 
human in fire situations shall be infetTed only to the extent 
that a rat can be correlated with a human biologically. (See 
B.2.5.) 

1.2.8 This test method shall not be used to assess incapacita
tion . Incapacitation shall be inferred from lethal toxic potency 
values. 

1.2.9 The effects of sensory irritation are not addressed by this 
test method. 

Chapter 2 Referenced Publications 

2.1 General. The documents or portions thereof listed in this 
chapter are referenced within this standard and shall be 
considered part of the requirements of this document. 

2.2 NFPA Publications. (Reserved) 

2.3 Other Publications. 

Guide fm· the Care and Use of Labm·atcny Animals, Instinne of 
Laboratory Animal Research, Commission on Life Sciences, 
National Research COtmcil, ISBN: 0-309..()5377-3, 1996. 

Merriam-Webste1·'s Collegiate Dictionmy, 11th edition, Merriam
Webster, Inc., Springfield, MA, 2003. 

2.4 References for Extracts in Mandatory Sections. (Reserved) 

Chapter 3 Definitions 

3.1 General. The definitions contained in this chapter shall 
apply to the terms used in this standard. Where terms are not 
defined in this chapter or within another chapter, they shall be 
defined using their ordinarily accepted meanings within the 
context in which they are used. Men"iam-Webster:5 Collegiate 
Dictionary, 11th edition, shall be the source for the ordinarily 
accepted meaning. 

3.2 NFPA Official Definitions. 

3.2.1 Shall. Indicates a mandatory t·equirement. 

3.2.2 Should. Indicates a recommendation or that which is 
advised but not required. 

3.2.3 Standard. An NFPA standard, the main text of which 
contains only mandatory provisions using the word "shall" to 
indicate requirements and that is in a form generally suitable 
for mandatory reference by another standard or code or for 
adoption into law. Nonmandatory provisions are not to be 
considered a part of the requirements of a standard and shall 

be located in an appendix, annex, footnote, informational 
note, or other means as permitted in the NFPA manuals of 
style. ·when used in a generic sense, such as in the phrases 
"standards development process" or "standards development 
activities," the term "standards" includes a ll NFPA standards, 
including codes, standards, recommended practices, and 
guides. 

3.3 General Definitions. 

3.3.1 Carboxyhemoglobin Saturation. The percent of blood 
hemoglobin converted to carboxyhemoglobin due to reaction 
with inhaled carbon monoxide. 

3.3.2 Concentration-Time Curve. A plot of the concentration 
of a gaseous toxicant (~L/L) or of fire effluent (g·m·3) as a 
function of time. 

3.3.3 Ct Product. The concentration-time product (~L/L/ 
min) obtained by the integration of the area under a concen
tration-time curve. 

3.3.4* Fractional Effective Dose (FED). The t·atio of the Ct 
product for a gaseous toxicant produced in a given test to that 
Ct product of the toxicant that has been statistically determined 
fmm independent experimental data to produce lethality in 
50 percent of test animals within a specified exposure and post
exposure time. 

3.3.5 LC50• A measure of lethal toxic potency measured in 

units of g·m·3; the concenu·ation of gas or fire effluent statisti
cally calculated from concentration response data to produce 
lethality in 50 percent of test an imals within a specified expo
sure and postexposure rime. 

3.3.6 Mass Loss Concentration. The mass loss of a test speci
men consumed during combustion per unit exposure chamber 
volume (g·m·3). 

3.3.7 Postflashover. The stage of a room fire during which 
average air temperature in the upper half of the room exceeds 
600°C. 

Chapter 4 Test Method 

4.1 Summary of Test Method. 

4.1.1 This method shall subject a test specimen of surface area 
76 mm x 127 mm or smaller and thickness of 50 mm or less to 
ignition while exposed to 50 kW/ m2 of radiant heat for 
15 minutes. 

4.1.2 The effluent produced shall be collected for 30 minutes 
within a 200 L chamber to which the combustion assembly is 
joined through a connecting chimney. 

4.1.3 Concenu·ations of the major gaseous toxicants shall be 
monitored over the 30-minute period, with Q product5 fo r 
each determined from the integration of the areas under the 
respective concentration-time plots. 

4.1.4 The Ct product data, a long \vith the mass loss of the test 
specimen during the test, then shall be used in calculations to 
predict the 30-minute LG,o of the test specimen. 

4.1.5 The predicted L~0 then shall be confirmed in compara
ble tests by exposing six rats, restrained for head-only exposure, 
for 30 minutes to the smoke produced from that mass of the 
test specimen whose mass loss concentration during the 
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30-minute period is approximately equivalent to 70 percent 
± 10 percent and equivalent to 130 percent of its estimated 
LC:,o. 

4.1.6* If no more than one rat dies during the 30-minute 
exposure, or within 14 days postexposure, to the mass loss 
concentration cot-responding to 70 percent of the LC50, and at 
least five rats die during the 30-minute exposu re, or within 14 
days postexposure, to the ma5s loss con centration correspond
ing to 130 percent of the LC 50 , the predicted LC 50 shall be 
considered to be validated. 

4.1.7 Fot- data representing postflashover fires, a correction 
shall be made for the excess CO generated by ventilation
limited fi res. 

4.1.8 Although the normal radiant heat flux is 50 kW / m2, 

other levels of flux shall be permitted to be used for specific 
evaluations of other fire scenarios, provided the variation is 
recorded and reported. 

4.1.9 The test method shall also allow for measurements of 
the time to ignition and the rate of mass loss of the test speci
mens. 

Chapter 5 Test Apparatus 

5.1 Effluent Collection and Animal Exposure Chamber. 

5.1.1 The effluent collection and animal exposure chamber 
shall be as shown in Figure 5.l.l (a) and Figure 5 .l.l (b ) and 
shall be of a transparent polycarbonate or polymethylmethacry
late material wi th a nominal volume of0.2 m3. 

5.1.2 The inside dimensions of the chamber shall be 1220 mm 
x 370 mm x 450 mm. 

5.1.3 The six animal ports, intended for head-only exposure, 
shall be located in a horizontal row, approximately halnvay 
fi·om the bottom to the top of the chamber, in the front wall. 

5.1.4 A plastic bag with a volume o£0.05 m 3 shall be a ttached 
to a port at the end of the chamber to provide for gas expan
sion. 

Chimney 

Radiant heaters 

Specimen platform 

Load cell 

FIGURE 5.1.1 (a) General View of Radiant Heat Apparatus. 
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FIGURE 5. l.l (b) 
Apparatus. 

Access doors 

Radiant heaters 

Load cell 

Combustion cell 

SIDE VIEW END VIEW 

Main Dimensions of the Radiant H eat 

5.1.5 The exposure box sha ll be equipped with a gas sampling 
port at the anima l nose level in the geometric center of the 
exposure chamber and with a port for returning gases in the 
end wal l closest to the gas analyzers. 

5.1.6 A thermocouple shall be provided to monitor the 
temperature at the leve l of the animal pot-t~. 

5. 1. 7* The exposure chamber shall have two doors: one in the 
front wall near the connection to the combustion cell and one 
in the end \vall nearest the a nimal ports. 

5.2 Chimney. 

5.2.1 The chimn ey shall be as shown in Figw-e 5 .2 .1 and shall 
be a stainless steel assembly with approximate inside dimen
sions of 30 mm x 300 mm and approxim a te width of 300 mm. 

5.2.2 The chimney shall connect the combustion cell to the 
animal exposure chamber. 

5.2.3 The chimney shall be d ivided into three channels by 
stainless steel dividers. 

5.2.4 The center channel shall be a pproximately 150 mm 
wide. 

5.2.5 The pw-pose of the channels shall be to induce smoke to 
travel up through the center po rtion of the ch imney, while air 
from the animal exposure ch amber is drawn clown through the 
out~ide channe ls to provide air to the combustion ce ll. 

5.2.6 The ch imney shall be connected to the u nd ersid e of the 
animal exposure chamber by clamps, allowing its removal for 
cleaning. 
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152 mm 71.4 mm 

I
• , t· , I Baffl\ 19.1 mm 

31.8mm 

~<~~~!•'---- 298.5 mm ---·~~ ~ 

1 
304.8 mm 

r-+----+------- 112. 7 mm ;-+---+--, 

r 
NOTES: open 

1. Inside measure where applicable. 
2. Material is 1.6 mm stainless steel. 

FIGURE 5.2.1 The Chimney in the Radiant Heat Apparatus. 

5.2.7 The chimney shall be sealed to the animal chamber by 
low-density ceramic fiber insulation of nominal 65 kg/ m3 . 

5.2.8 The other end of the chimney shall be sealed to the 
combustion cell by an H-shaped u·ough with a small quantity of 
the same fiber insulation in the trough (see 5.2. 7). 

5.3 Smoke Shutter. 

5.3.1 The smoke shutter shall be made of stainless stee l plate 
and shall be situated inside the animal exposure chamber. 

5.3.2 The shutter shall be positioned so that it closes over the 
chimney opening. 

5.3.3 The shutter shall be hinged and provided with a positive 
locking mechanism. 

5.3.4 The purpose of the shutter shall be to seal the combus
tion chamber and chimney from the exposure chamber at the 
end of irradiation. 

5.3.5 A wire attached to the shutter and a simple push rod 
shall be provided to allow the shutter to be closed gently. 

5.3.6 A wire attached to a clamp shall lock the shuttet· in 
place . 

5.3.7 To produce a gastight seal, the underside of the shutter 
shall be covered with a 12 mm thick blanket of low-density 
ceramic fiber insulation of nominal 65 kg/ m3, which shall be 
covered further with stainless steel foil. 

5.4 Combustion Cell. 

5.4.1 The combustion cell shall be as diagrammed in Figure 
5.4.l (a), Figure 5.4.l (b), and Figure 5.4.l(c) and shall be a 

horizontal quartz tube with a 127 mm inside diameter and a 
length of approximately 320 mm. 

5.4.1.1 The combustion cell shall be sealed at one end and 
shall have a large standard taper outer joint located at the 
other end. 

5.4.1.2 A sealed inner joint shall serve as a removable p lug for 
the open end {seeFigw-e5.4.1 (c)]. 

5.4.1.3 The combustion cell shall h ave a rectangular opening 
on the top that is parallel to the axis of the cylinder, with a 
"collar" that allows it to fit securely into the chimney. 

5.4.1.4 The bottom of the cell shall have a hole for the rod 
connecting the specimen support platform and the load cell. 

5.4.1.5 The sealed end of the combustion cell shall be fitted 
with a standard tapered glass joint for the electric sparker. 

5.4.2 The combustion cell shall be supported by a metal frame 
that also holds the load cell, as shown in Figure 5.4.1 (a) and 
Figme 5.4.l (b), that monitors mass loss rate. 

5.4.2.1 The entire frame shall be supported by a laboratory 
jack that holds the combustion cell tightly to the chimney 
during experimentation and allows the cell to be lowered for 
removal and cleaning. 

5.4.2.2 The load cell shall be located at a fixed distance from 
the combustion cell. 

~-<i •t----- 320 mm -----.J 

_i_ 
119mm 

T 
Cart leg 

f--- 205 mm --1 

mm 

1 

Sample platform 

T 
427mm 

1 
Heat flux meter 
support leg 

FIGURE 5.4.1 (a) End View Showing Dimensions Pertinent 
to Combustion Cell and Heaters. 
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Knob assembly 

20kohm~~~~~~~~~==~~~2 
resistor 

Ground glass 
joint 

Spark igniter 

Specimen support 

Combustion cell 
support 

Strip heater 

Combustion cell 

FIGURE 5.4.1 (b) Side View of Combustion Cell. 

Rod 19 mm x 45 mm 

Notched through 

48mm 

H 

""J•f-----324 mm ----~~ ~ 
........... _ 

""I ~f----- 311 mm ---~· ~ 

Female 
ground joint 

FIGURE 5.4.1 (c) Construction Details for the Combustion 
Cell. 
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5.5 Radiant Heaters. 

5.5.1 The active element of the heater shall consist of four 
quartz infrared lamps (with tungsten filaments) rated at 
2000 W at 240 V. 

5.5.1.1 The lamps (two on each side) shall be enca~ed in 
water-cooled holders with parabolic reflectors. 

5.5.1.2 The water-cooled holders [see Figwre 5. 4.1 (a)] shall be 
attached to adjustable metal frames that allow the lamps to be 
moved vertically and laterally and to be rotated in such a way as 
to give a uniform flux field across the sam ple surface. 

5.5.1.3 To keep the lamps fi·om overheating, cooling water 
shall be circulated through their respective holders. 

5.5.2 The irradiance of the lamps shall be held at a preset 
level. 

5.5.2.1 Holding d1e lamps at a preset level shall be accom
plished by using a temperature controller and two type K ther
mocouples placed between the lamps and the combustion cell. 

5.5.2.2 The lamps shall be wired in parallel. 

5.5.3 The irradiance from the lamps shall be uniform within 
the central area of the sample holder to within ±10 percent. 

5.5.3.1 The calibration holder that shall be used in determin
ing the uniformity of the radiant field from the lamps is shown 
in Figure 5.5.3.1. 

5.5.3.2 If the field is found to be inadequately uniform, the 
lamp holders shall be repositioned as necessary. 

5.6 Temperature Controller. 

5.6.1 If a temperature controller is used for maintaining d1e 
required radiant flux, the output of the quartz lamps shall be 
controlled by a thermocouple signal to the temperature 
controller. 

FIGURE 5.5.3.1 Calibration Jig Used for Checking the 
Uniformity of Irradiance. 
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5.6.2 The outputs from the two type K thermocouples shall be 
averaged by means of a parallel-wired connection, and this 
average value shall be used as the input to the controller. 

5.6.3 The temperature controller shall be a three-term type 
and shall pmvide an output signal suitable for driving the 
power controller. 

5.6.4 If necessary, the temperature controller also shall incor
porate a means for setting the maximum output to pt-event the 
power controller from being driven wide open. 

5.6.5 The power controller shall be selected to be compatible 
with the radiant heat lamps used. 

5.7 Heat Flux Meter. 

5.7.1 The total heat Aux meter shall be of the Schmidt-Boel
ter (thermopile) type, or equivalent, with a design range of at 
least 75 kW / m2

. 

5.7.1.1 The target receiving radiation shall be flat, c ircular, 
approximately 12.5 mm in diameter, and coated with durable 
matte-black finish. 

5.7.1.2 The target shall be water-cooled. 

5.7.1.3 The Aux meter shall have an accuracy of within 
±3 pet-cent and a repeatability within 0.5 percent. 

5.7.2 The calibration of the heat flux meter shall be checked 
periodically. 

5.7.2.1 Calibration shall be accomplished most easily by 
having two flux meters, one used for routine testing and the 
other used only for calibration purposes. 

5.7.3 The flux meter shall be used to calibt-ate the t-adiant 
heaters. 

5.7.3.1 The Aux meter shall be positioned firmly in a rigid 
support device to ensure repeatable readings. 

5. 7 .3.2 The surface of the heat flux meter shall be located in a 
position corresponding to the center of the specimen face. 
(Fzgum 5.5.3.1 shows a calibmtion bmcket suitable for this fnl1pose.) 

5.8 Igniter. 

5.8.1 A spark igniter shall be consu·ucted of tw·o 3.2 mm stain
less steel rods. 

5.8.2 One of these two rods shall be bent at 90 degrees, Aat
tened on the end, and positioned to have the appearance of 
the tip of an automotive-type spark pi ug. 

5.8.3 The gap between the twu rods shall be 2 mm ± 0.5 mm. 

5.8.4* The two rods shall be connected to a high-voltage spark 
system that uses a 10 kV u·ansformer, as shown in Fig1.1re 5 .8 .4. 

5.8.5 To reduce the propagation of radio frequency that could 
in terfere with the instrumentation, a 20,000 Q, 5 '"' resistor 
shall be connected in series with one of the e lectrodes. 

5.8.6 The spark gap shall be positioned approximately 25 mm 
above the center of the top surface of the specimen, inside the 
combustion cell. 

5.8.7 The rods comprising the spark igniter shall pass through 
a 29/ 42 male ground glass stoppet·, forming a gas tight seal with 
a mating joint in place of the collar on the combustion ce ll [see 
Figure 5. 4.1 (c)}. 

5.8.8 As an alternate arrangement to 5.8.7, the elecu·icalleads 
shall be sealed in the glass colla t- in a gastight manner. 

5.9 Specimen Holder. 

5.9.1 The specimen holder shall be a stainless steel assembly 
with approximate inside dimensions of 76 mm x 127 mm and a 
depth of 50 mm in accordance with Figure 5.9.1. 

5.9.2 The specimen shall be backed by a layer of ceramic fiber 
blanket of nominal 65 kg/ m 3 density. 

5.9.3 The specimen holder shall be positioned for testing on 
the specimen platform, inside the combustion cell. 

5.10 Load Cell. 

5.10.1 The general arrangement of the load cell and speci
men holder shall be as illustrated in Figure 5.4.1 (b) . 

5.10.2 The load cell shall be installed under the combustion 
cell and shall be insulated against the heating effects of the 
radiant heaters. 

5.10.3 The specimen and holder shall be located on a support 
plate and a rigid rod. 

5.10.4 The load cell sha ll have an accuracy of 0.01 g, a nd it 
shall have a measuring range of at least 100 g. 

5.11 Gas Sampling. 

5.11.1 A gas sampling arrangement shall be as shown in 
Figure 5.11.1 and shall include a pump, a glass wool filter a t the 
sampling port, a cold trap to remove soot and moisture, and a 
pressure relief valve that remrns al l Aow required by the CO, 
C02, and 0 2 gas analyzers. 

5.11.1.1 The Aow to the a nalyzers also shall be rentrned to the 
animal exposure chamber through separate rentnllines. 

5.11.1.2 The renm1 li nes shall be closed during calibration of 
the instruments to prevent the accumulation of calibration 
gases in the animal exposure chamb er. 

5.11.1.3 This is a closed system, therefore gases that are 
removed for chemical analysis and that can be recirculated to 
the animal exposure chamber shall be permitted to be 
remrned. 

5.11.2 The gas analyzers sha ll have the following t-anges and 
resolutions: 

(1) Carbon monoxide. 0 to ~10,000 ppm; 10 ppm 
(2) Cmvon dioxide. 0 to ~10 percent; 0.1 percent (vol. / vol. 

percent) 
(3) Oxygen. 0 to 21 percent; 0.01 percent (vol./vol. percent) 

5.11.3 Gas analysis for HCN, HCl, and HBr shall be 
performed as required by Section 11.1. 

5.12 Data Collection. The data collection system shall be 
capable of recording the output from the gases monitored by 
the gas analyzer, the thermocouple(s) in the chamber, and the 
load cell and shall have an accuracy corresponding to 
0.01 percent of full-scale instrum ent output. 

5.13* Anllnal Restrainers. Animal resu·ainers that are made of 
aluminum and designed to a llow exposme of only the heads of 
the animals shall be used. 
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3 4 

1 Power receptacle 
2 Fuse holder & fuse 3 AG 2 A 
3 Power line filter 

4 Toggle switch DPST 
5 Panel indicator light red 

6 Surge suppressor 
7 Transformer 10 kV 22 rnA 

8 Resistor PWR 1 0 k 225W 

9 Receptacle ceramic 1 0 kV 

10 3.2 mm diameter SS rods 
11 Wire corona res HV 

12 Resistor 20 k ohm 
13 Cabinet 

FIGURE 5.8.4 Power Supply for Spark Ignition. 

SS spring to fit holder 

--......_ [ .,..-J Approx. 
~ 19mm 

FIGURE 5.9.1 Specimen Holder. 
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-2Umin 

gases 

t 
Analyzed combustion gases -

R, rotameter; PRV, pressure relief valve. 

FIGURE 5.11.1 Gas Sampling System. 

Chapter 6 Hazards 

exposure 
ports 

6.1 Safety Precautions. Because the test procedure involves 
high-temperature and combustion processes, precautions shall 
be exercised against hazards from burns, eye injuries, ignition 
of extraneous objects, and inhalation of combustion products. 

6.1.1 To avoid accidental leakage of toxic combustion prod
ucts into the surrounding atmosphere, the entire exposure 
system shall be placed into a chemical hood ot· under a canopy 
hood. 

6.1.1.1 If the system is placed under a canopy hood, an acces
sory exhaust trunk for any combustion gases escaping through 
the load cell hole on the bottom of the combustion cell shall 
be required. 

6.1.2 An exhaust line to evacuate the exposure box at the end 
of a test shall be recommended. 

6.1.3 The operator shall use safety tongs for removing the 
specimen holder. 

6.1.4 The combustion cell, while hot, shall be handled only 
with protective gloves. 

6.1.5 Due to the intense light from the infrared lamps used, 
dark safety glasses shall be worn by the operator, or a darkened 
polymethylmethacrylate or polycarbonate shield shall be 
placed in front of the combustion cell. 

6.2 Venting System for Exposure Chamber. 

6.2.1 Operation of the venting system fix the exposure cham
ber shall be checked before testing. 

6.2.2 It shall discharge into an exhaust system with adequate 
capacity. 

Chapter 7 Material Test Specimens 

7.1 Test Specimens. Test specimens shall be cut to an appro
priate area and thickness as determined by the procedure 
described in Section 10.1 so that they are no larger than 76 mm 
x 127 mm and no more than 50 mm thick, representing the 
end-use product. 

7.1.1 Raw materials (e.g., paints, adhesives, and wall cover
ings) shall be tested on the substrate to which they are 
normally applied. 

7.1.2 For testing, the specimens shall b e wrapped on all sides 
with e ither alum inum or stainless steel foil. 

7.1.3 The top faces of the specime ns shall not be required to 
be wrapped. 

7.2 Conditioning. Test specimens shall be conditioned to 
moisture equilibrium (constant weight) at an ambient tempera
ture of 23°C ± 3°C and a relative humidity of 50 percent 
± 10 percent. 

Chapter 8 Test Animals 

8.1 Test Animal Specifications. 

8.1.1 The test animals shall be inbred 3- to 4-month-old male 
rats weighing 225 g to 350 g. 

8.1.2 The rats shall be obtained from a reputable supplie r that 
certifies the animals are fi·ee of major respiratory pathoge ns. 

8.2 Maintenance and Care. The maintenance and care of the 
animals shall be performed by qualified trained personnel in 
accordance with the Guide for the Cm-e and Use of Labomto·ry 
Animals. 

8.3 Quarantine Period. 

8.3.1 Upon receipt, the a nimals shall be identified, weighed, 
and h oused in a separate quarantine area for a minimum of 7 
days prior to testing. 

8.3.2 During the quarantine period, animals shall be observed 
and weighed daily. 

8.3.3 Animals that are unsuitable by reason of health or other 
criteria shall not be used. 

8.3.4 Cage assignments shall be made acc01·ding to a random
ized routine. 

8.3.5 Hea lth criteria for eliminating animals from a sntdy sha ll 
include any animal weighing outside ±20 percent of the body 
weight specified in Section 8.1. 

8.4 Housing. 

8.4.1 The animals shall be housed one a nima l to a cage . 

8.4.2 The environment shall have ventilation and shall be 
controlled at a temperature of 23°C ± 3°C and a relative 
humidity of 50 percent± 15 pe rcent. 

8.4.3 The animal room shall have a 12-hour light/ dark cycle . 

8.5 Weighing. Each an imal shall be weighed when received, 
prior to test, and surviving animals shall be weigh ed at 7 and 14 
days postexposure. 

8.6 Exposure. Prior to exposure, the animals shall be weigh ed 
and secured in ind ividual restrainers for placement in the 
animal exposure chambe r. 

8.7 After Testing. Mter testing, stuvtvmg animals shall be 
housed in an animal room separate from the pretest animal 
room for the postexposure observation period. 
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Chapter 9 Equipment Calibration 

9.1 Calibration of tbe Apparatus. The following parts of the 
test apparatus shall require calibration: 

( 1) Radiant heaters 
(2) Gas analyzers 
(3) Load cell 
( 4) Temperature conu·oller (if used) 

9.2 Heat Flux Calibration. 

9.2.1 Fot· heat flux calibration, the heat flux meter shall be 
secured. 

9.2.1.1 The target surface of the flux meter shall be centered 
at the location corresponding, both horizontally and vertically, 
to that of the top of the specimen when the specimen holder is 
in place on the platform. 

9.2.1.2 The igniter shall be removed from its position dming 
this procedure. 

9.2.1.3 The temperature controller, if used, shall be set to the 
desired flux temperatm·e and the radiant heat lamps shall be 
turned on, adjusting the temperature conu·oller until the 
desired irradiance (i.e., 50 kW /m2 ± 10 percent) is achieved. 

9.2.1.4 If manual control of the heat lamps is used, the cali
bration curve of the heater controller setting as a ftmction of 
the time needed to maintain the desired flux level shall be 
developed. 

9.2.2 The odentation of the radiant heat lamps shall be 
checked whenever the heaters have been moved or a lamp has 
been replaced, using the following procedure: 

(1) The heat flux calibration jig shown in Figw-e 5.5.3.1 shall 
be installed. 

(2) The top face of the calibration jig shall be positioned at 
the same height at wh ich the top of a test specimen is 
placed. 

(3) A power setting for the lamps that produces the desired 
level (i .e ., 50 kW / m2) at the center hole shall be estima
ted. 

( 4) The power shall be adjusted and at least 5 minutes shall 
be allowed for equilibration. 

(5) The orientation of the radiant heat lamps shall be adjus
ted so that no measurement at seven locations across the 
face of the specimen (see Figta·e 5.5.3.1) deviates by more 
than 10 percent from the average . 

9.3 Gas Analyzer Calibration. 

9.3.1 At the beginning of each series of tests, the 0 2, C0 2, and 
CO analyzers shall be calibrated by using nitrogen gas for 
"zeroing" and an appropriate gas mixture with a full-scale read
ing that is neat- to, but less than, that of the analyzer. 

9.3.1.1 For all calibrations, the gas shall be set to flow at the 
same rate and pressure as the sample gas. 

9.3.1.2 For calibt·ating the 0 2 analyzer, ambient air 
(20.9 percent 0 2 ) shall be used, while, for the C02 and CO 
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analyzers, bottled gases contatmng C02 and CO at known 
concentrations shall be used. 

9.3.1.3 A single mixture containing both CO and C02 shall be 
permitted to be used. 

9.3.1.4 During the calibration procedure, the gas return lines 
shall be diverted into the exhaust, not into the exposure cham
ber, to prevent the inadvertent accumulation of CO and C02• 

9.3.2 The calibration of apparatus for analysis of optional 
gases (e.g., HCN, HCl, HBr, and N02) shall be performed. 

9.4 Load Cell Calibration. 

9.4.1 The load cell shall be calibrated with standard weights 
cOl-responding to the range of test specimens on a regulat· 
basis, and when first setting up the apparams or after making 
adjustments for sensitivity and range . 

9.4.2 Before each test, the load cell shall be checked routinely 
using at least two analytical quality weights for the full effective 
range of measurement. 

9.4.2.1 Any deviation of the load cell output, as compared to 
these weights, shall be recorded, and appropriate compensa
tion shall be made for the specimen mass loss readings. 

9.5 Calibration of tbe Temperature Controller. 

9.5.1 The following procedure shall be followed when cali
brating the temperature controller: 

(1) To set up tl1e controller, the flux meter first shall be inser
ted into its holder so that the sensing surface is at the 
exact centet· of where the top of the specimen is placed 
during normal testing. The latnp shall have been adjusted 
to obtain a uniform flux field over the sample . 

(2) The output of the heat flux meter shall then be connec
ted to a strip chart recorder running at a trace speed that 
is still fast enough to detect any changes in the flux. 

(3)* Using the output from the heat flux meter, the insu·uc
tions of the conu·oller manufacturer for adjusting the 
conu-oller shall be followed in order to obtain, as closely 
as possible, a square wave output from the heat flux 
meter when the lamps are turned on and tl1en turned off. 

(4) Settings that result in an unstable, oscillating output shall 
be avoided. 

9.5.2 If a setting results in an unstable, oscillating output, tl1e 
solution shall be to limit the maximum output from the slave 
controller e ither by using the "load line out" function of the 
temperature conu·ollet~ if so equipped, or by installing a volt
age divider at the output of the temperature conu-oller. 

9.5.2.1 When setting up the conu·ollet· for the "load line out" 
function, the thermocouples always shall read room air temper
ature only. 

9.5.2.2 Using the correct adjustment of the temperature 
conu·oller, 90 percent of the desired flux shall be reached 
within 2 seconds, with 100 percent flux reached within 
20 seconds, and a deviation of within ±5 percent sh a ll be 
reached for the remainder of the test dmation . 
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Chapter 10 Procedures 

10.1 * General. 

10.1.1 Test procedures for smoke toxicity data initially shall be 
followed without the exposure of test animals in order to 
produce analytical data for CO, 0 2, C02, and, if present, HCN, 
HCl, and HBr. 

10.1.1.1 The choice of specimen size for the initial tests shall 
be made with consideration of anticipated toxicant yields so 
that total FEDs of 0.5 to 1.5 shall be obtained (see Section 11.1). 

1 0.1.1.2 In the absence of appropriate information for such 
choices, an area equal to Y., of a maximum area of 9652 mm 
shall be selected initially. 

10.1.1.3 Analytical data from at least two initial test5 shall be 
used for estimation of an average LC50 for the test specimen (see 
Section 11.1 ). 

10.1.2 Comparable tests then shall be conducted, but with the 
exposure of six rats to the smoke produced fi·om that quantity 
of the test material whose mass loss concenu·ation during the 
30-minute exposure is approximately equivalent to 70 percent 
± 10 percent and to 130 percent of its average estimated L C'so· 

10.1.2.1 If no more than one rat dies during the 30-minute 
exposure or within 14 days postexposure to the mass loss 
concentration corresponding to 70 percent of the LC50, and at 
least five rats die during the 30-minute exposure or within 14 
days postexposure to the mass loss concentration correspond
ing to 130 percent of the LC r,o, the estimated LC 50 shall be 
considered to be validated. 

10.1.2.2 If the validation is not successful or if unexplained or 
unusual toxicity is suspected, other test methods shall be 
employed or further research will be needed to determine 
experimentally the lethal toxic potency of the test material. 

10.2 Preparation for Tests. 

10.2.1 Coolant water for the heat flux meter (at least 750 mL/ 
min) and for the tungsten lamps (at least 600 mL/min) shall 
be turned on. 

10.2.2 Verification that all lines, filters, and traps for the gas 
analyzers have been serviced and that flow rates are satisfactory 
shall be made. 

10.2.2.1* The moismre trap in the gas analyzer su·eam shall 
be checked. 

10.2.2.2 A wool filter shall be placed before the gas sampling 
port. 

1 0.2.3 Operation of the spark ignition circuit shall be verified. 

10.2.4 The required calibration procedures specified in Chap
ter 9 shall be performed. 

10.2.4.1 The specimen shall be weighed on a laboratory 
balance with an accuracy of ±0.01 g. 

10.2.4.2 The specimen shall be wrapped in either aluminum 
or stainless steel foil, leaving the top surface exposed. 

10.2.4.3 The combined weight of the specimen with the foil 
and after mounting in the specimen holder shall be deter
mined. 

10.2.4.4 The correspondence of the load cell readout to the 
appropriate weight of the specimen plus the holder shall be 
verified. 

10.3 Test Procedure. The test procedure of 10.3.1 through 
10.3.11.3 shall be followed. 

10.3.1 If animals are to be exposed, they shall be weighed and 
placed in their restrainers. 

10.3.2 The specimen, mounted in the specimen holder, shall 
be inserted into the combustion cell, and the standard taper 
plug shall be replaced (no grease or sealant shall be used on 
the ground glass) . 

10.3.2.1 The plug shall be secured with wire or springs. 

10.3.2.2 Immediately prior to beginning the test, the animals 
shall be placed into the ports in the exposure chamber. 

10.3.2.3 All exposure chamber doors and ports shall be closed 
if not used for animals. 

10.3.2.4 The smoke shutter shall be confirmed to be in the 
open position. 

10.3.3 The spark igniter shall be turned on, and the power to 
d1e radiant heat lamps shall be activated simultaneously with 
the start of the data collection. 

10.3.4 The time at which ign ition of the specimen occurs shall 
be recot·ded, and the spark igniter shall be turned off. 

10.3.4.1 The time of flameout shall be recorded. 

10.3.4.2 For specimens d1at have the tendency to self
extinguish soon aftet· ignition, the sparker igniter shall be left 
on until flaming ceases. 

10.3.5 At the end of 15 minutes, the power to the radiant heat 
lamps shall be switched off, and the smoke shutter shall be 
closed. 

10.3.6 Data shall be collected for a total of 30 minutes fi·om 
the initiation of the test. 

10.3.7 At the end of 30 minutes, data collection shall cease . 

10.3.7.1 If animals were exposed, they shall be removed from 
d1e exposure chamber. 

10.3.7.2 The exposure chamber shall be vented v;ith a high 
capacity exhaust system. 

10.3.8 In tests where animals are exposed, blood samples shall 
be taken from any dead animals and analyzed for carboxyhe
moglobin santration. 

10.3.8.1 Blood sampling and analyses shall be conducted in 
accordance with generally accepted med10dologies. 

10.3.9 In test5 where animals are exposed, those surviving 
shall be checked daily for any signs of toxic effects (e .g ., diffi
culty in breathing, convulsions), exploratory behavior, and eye 
and t·ighting reflexes. 

10.3.9.1 The stams and weights of the animals shall be 
followed at 7 and 14 days for a 14-day postexposure period. 

10.3.9.2 Any deaths during this period shall be recorded. 
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10.3.10 The sample holder shall be removed from the 
combustion chamber and cooled to an ambient temperature in 
an exhaust hood. 

10.3.10.1 After the specimen has cooled, the specimen holder 
shall be disassembled, and the weight of the aluminum foil and 
the residue shall be determined. 

10.3.11 The combustion chamber and the chimney shall be 
t'emoved and cleaned after each test. 

10.3.11.1 The exposme chamber shall be cleaned after each 
test. 

10.3.11.2 Ethyl alcohol shall be considered a satisfactmy 
solvent. 

10.3.11.3 No residue shall be left on the inside of any of the 
pieces of the apparatus. 

Chapter 11 Calculation 

11.1 * General. 

11.1.1 The lethal toxic potency (LC50) of the test specimen 
shall be predicted from the combustion atmosphere analytical 
data for CO, C02, 0 2, and, if present, H CN, HQ, and HBt- (see 
B.2.7). 

11.1.2 The LC 50 shall be determined for a given specimen 
mass loss by first calculating the total FED for the test. 

11.1.3 The L~ then shall be calculated as that specimen mass 
loss that would yield a total FED of 1.1 within a chamber 
volume of 1 m3 . 

11.2 Equations. 

11.2.1* The total 30-minute FED for a given specimen mass 
loss shall be determined from the following equation where the 
values of all gas concentrations are the integrated Cl product 
values under their respective concentration-time curves taken 
over the 30-min ute test period divided by 30: 

[11.2.1 ] 

m[ CO] 21- [OJ [HCN] [HCI] [HBr] 
FED=--+ · +---+---+---

CO, - b 21- LC,,,O, LC.,HCN LC,.HCI LC,. HBr 

m[ CO] 21- [OJ [IICN] [IICI] [HBr] 
= + ---· + ---+ + ___:c__--=.__ 

[co,} -b 21-5.4% l!SOJ.tL/ L 3700JlL/ L 3000 J.tL/ L 

11.2.2 The 30-minute L~ for the test specimen shall be 
determined from the following equation where the specimen 
mass loss ising, the chamber volume is 0.2 m3, and the result
ing LG,0 = g·m·3: 

[11.2.2] 

L C = specimen mass loss 
50 

fED X chamber volume 
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11.2.3* To calculate toxic hazard data for smoke from a post
flashovet- fire, a value of the LC50 corrected for the expected 
postflashover yield of CO is needed. 

11.2.3.1 The adjusted value shall be determined from the 
following formula: 

[11.2.3. 1] 

1 
LC - r---~---------

so(ro,.l - [ lj LC
50

(mw) J + 44xl0-3
- 5.0 X 10-5 ([CO)/ m) 

where: 
LG;o1,,.,1 = value of the LGso determined from the equation in 

11 .2.3.1 
m = mass of specimen loss during the test at the FED= 1.1 

condition 
CO = concen u·ation of CO at the FED= 1.1 condition 

(mL/L) 

Chapter 12 Analysis 

12.1 Report. The report shall include the followin g informa
tion for all tests: 

( 1) Laboratory identification 
(2) Test identification and date 
(3) Laboratory ambient conditions (temperanu-e and 

humidity) 
( 4) Description of specimen 
(5) Specimen dimensions 
(6) Irradiation time and heat flux conditions 
(7) Maximum exposure chamber temperature and time 

when attained (see B.2.6) 
(8) Initial specimen mass and mass loss during test in g·m·3 

of chamber volume (see B.3.3) 
(9) Time to ignition and flameout 

(10) Observations of specimen 
( 11) Observations of the times to smoke evolution, ignition, 

and flameout 
(12) Observations of melting, char formation, spalling, 

unusually vigorous burn ing, and reign ition 

12.2 Gas Analysis Data. 

12.2.1 The required exposure chamber data shall include 
integrated Ct product values during the 30-minute test for CO, 
0 2, HCN, HCI, and HBt-; m inimum 0 2 concenu·ation and 
maximum C02 concentration; and times to reach minimum 0 2 

and maximum C02• 

12.2.2 The methods used for analyses shall be identified. 

12.3 Calculations. The fo llowing data shall be calculated for 
all tests: 

(1) Ct product for each analyzed toxicant 
(2) JED 
(3) Predicted L~ 
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12.4 Best Overall Predicted LC50 Value. A least-squares regres
sion analysis of FED versus mass loss values for all tests shall be 
used to determine the best overall predicted LG.>O value . 

12.4.1 The LC,,o value shall be corrected for high postflashover 
CO yield. 

12.4.2 Plots of individual toxicant concenu·arions, specimen 
mass loss, and temperature as functions of time shall be consid
ered optional. 

12.5 Report. The report shall include the following infonna
tion for each test using the exposure of animal~: 

(1) Strain of rat and identity of supplier 
(2) Weight of each animal when received, prior to test, and of 

surviving animals at 7 and 14 days postexposure 
(3) Number of animals that die during the test and number 

of animals that die up to 14 days posttest 
(4) Blood carboxyhemoglobin saturation values for animals 

that die during the test 
(5) Animal observations (e.g., unusual behavior during test); 

immediate posttest observations of live animals, such as 
tremors, convulsions, difficulty in breathing, and severe 
eye irritation 

(6) The L 4,0 obtained by the pt·edictive equation in 12.4.1 
(7) The number of rats that died in each of the two check 

tests in 10.1.2 
(8) "Whether the animal check tests confirm or do not 

confirm the predicted LC;o value, as described in 10.1.2 

Annex A Explanatory Material 

Annex A is not a paTt of the requ:iTements of this NFPA document hut is 
included for infonn.ational purposes only. This annex contains explan
atmy material, numbered to wrrespon.d with the applicable text pam
graphs. 

A.l.1 The pyrolysis or combustion of every combustible mate
rial or product produces smoke that is toxic. A standard test 
method for the development of data for use in toxic hazard 
modeling is valuable. Such data include quantification of the 
toxicity of the smoke. It also is desirable to ascertain whether 
the observed toxicity can be attributed to the major common 
toxicants. 

A.l.l.l This test method is similar to the one in ASTM E1678, 
StandaTd Test Method joT Measuring Smoke Toxicity joT Use in FiTe 
H azaTd Analysis. 

A.3.3.4 Fractional Effective Dose (FED). Since time values in 
this ratio numerically cancel, the FED is also the ratio of the 
average concentration of a gaseous toxicant to its LC50 value for 
the same exposure time. vVhen not used with reference to a 
specific toxicant, FED represents the sum of FEDs for individual 
toxicants in a combustion atmosphere. 

A.4.1.6 This confirmation ensures that the monitot·ed toxi
cants account for the observed toxic effects. 

A.5.1. 7 The purpose of the doors is to a llow for cleaning and 
maintenance of the chamber, the chimney, and the smoke shut
ter and to provide fresh air during the calibration of the heat 
lamps and immediately prior to testing. 

A.5.8.4 The following part numbers and manufacturers have 
been identified as potentially useful for items 1-13 in Figure 
A.5.8.4. 
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1 Power receptacle Belden 17253 

2 Fuse holder & fuse 3 AG 2 A Littelfuse 342058A 

3 Power line filter CorCom 3EP1 
4 Toggle switch DPST Cutler-Hammer 7590K6 

5 Panel indicator light red Dialight 249-7866-0931-514 

6 Surge suppressor GE-MQV® V130LA20B 

7 Transformer 1 0 kV 22 mA Dongan model LJH-90-A 

8 Resistor PWR 10 k 225W Ohmite L225J10K 

9 Receptacle ceramic 10 kV Part of 10 kV transformer 

10 3.2 mm diameter SS rods STD 
11 Wire corona res HV Dearborn 391845 

12 Resistor 20 k ohm STD 

13 Cabinet Bud Futura MD-1962 

FIGURE A.5.8.4 Items, Part Numbers, and Manufacturers. 

A.5.13 A detailed illustration of one animal restrainer meeti ng 
this requirement is shown in Figure A.5 .13. 

A.9.5.1(3) Because the lamps respond quickly, while the 
temperature at the thermocouples rises more slowly, it is impor
tant to avoid a significant overshoot, wh ich can occur if the 
contmller is not tuned optimally. 

A.lO.l Additional information on research to determine 
experimentally the lethal toxic potency of a test material can be 
found in B.3.1 and B.3.2. 

A.l0.2.2.1 The trap should be dried, and the glass wool 
should be replaced. The normal operating temperature of the 
moisture trap is 0°C. 

A.ll.l Although the theoretical value of the FED associated 
with 50 percent lethality is 1.0, a median value of 1.1 has been 
determined experimentally. 

A.Il.2.1 All values are in ~/L, except 0 2, which is expressed 
as a percentage, by volume. 

The values for m and b depend on the concentration of C02. 

If C02 <5 percent by volume, m= - 18 and b= 122,000. If C02 > 
5 percent by volume, m = 23 and b = -38,600. 

For each individual toxicant, the L C 50 values shown have 
been statistically determined from independent expet·imental 
data to produce lethality in 50 percent of test animals (rats) 
within a 30-minute exposure plus 14 days postexposure. 

Exposure chamber 

PMMA sleeve 

PMMA, polymethyl methacrylate. 

FIGURE A.5.13 Animal Restrainer. 

Rear restraint 

Machined 
aluminum 
tube 
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A.ll.2.3 If real-scale, postflashover fire test data are available 
fot· a particular pmduct/ occupancy combination, the meas
ured CO yield should be used in the equation in 11.2.1 and the 
correction in the equation in 11.2.3.1 should not be made. 

Annex B Commentary 

17tis annex is not a part of the requirements of this NFPA document 
lfut is included for informational purposes only. 

B.l Introduction. This annex provides insight into the devel
opment of the test method, discusses the rationale for the 
unique feantres of the method, and describes the proper use of 
the resulting data. For a more comprehensive treatment, along 
with presentation of data and results obtained on typical mate
rials, see NIST Special Publication 827 [1] . 

B.2 Development of the Method. A test method to assess the 
acute inhalation toxicity of combustion products has three 
basic components: a combustion system, a chemical analysis 
system, and an animal exposure system [21 . Additionally, there 
should be a rational and accepted strategy for the incorpma
tion of raw experimental data into a quantified expression for 
toxic potency. 

B.2.1 This test method employs the combustion system d1at 
was developed at Southwest Research Instinne (SwRl) for the 
National Instintte of Building Sciences (NIBS) [3] . Represent
ing a significant improvement over an earliet· radiant heat 
device first used at the \.Veyerhaeuser Company, [2] the 
combustion system was adopted joindy by the National Instintte 
of Standards and Technology (NIST) and SwRl for me develop
ment of this test method (4] . Its main feature is that of provid
ing for combustion of a test specimen under the realistic 
conditions of radiant heat within an apparams specially 
designed for ruggedness and ease of operation. 

B.2.2 For a small, developing fire, d1e bench-scale specimen in 
me radiant apparatus provides a reasonable t·epresentation of a 
full-scale fire . The thermal boundary conditions are appropri
ate, being radiative and emanating from only one face. A small 
fire imposes about 35 kW/ m2 on an adjacent unburned 
surface, although a value of approximately 48 kW/ m 2 is 
common, and values over 100 kW/ m 2 can be measured f5,6] . 
Thus, although an irradiance of 50 HV/ m 2 for a preflashover 
test might be somewhat high, it is by no means unusual. If a 
specific scenario involves a heating flux other than 50 kW / m2

, 

it can be readily accommodated in the test method. 

B.2.3 In a t·eal-scale fire, the combustion pmducts genet·ally 
contain conu·ibutions from portions of the bmning product 
that are burning near the front surface, those that are partially 
burned through, and those pmduced from nearly burned-out 
portions of the burning product. Thus, a bench-scale test 
should represent this mixture of gases as closely as possible . 
The physical constraints of the test method are a maximum 
specimen thickness of 51 mm and a radiant heating time of 
15 minutes. The acmal thickness of nonlayered products 
should be selected so that thermal decomposition is complete 
when 15 minutes has e lapsed and the shutter is closed. Decom
position should be determined by examination of the genera
tion of CO, which should have ceased before the shutter is 
closed. 

A preliminary u·ial run in which neither animals nor gas 
analyzet·s need to be used should suffice . Homogeneous prod
ucts then can be prepared for actual testing by cu tting to the 

2022 Edition 

appropriate thickness. Layered composites also generally might 
be reduced in thickness, as necessary. If me two face materials 
are not identical, however, then separate tests should be 
performed, with each face being exposed in separate testing. 

B.2.4 The chemical analysis system used in the test method 
employs methodology commonly accepted by those skilled in 
such procedures and as presented in ASTM ESOO, Standard 
Guide far Measw·ement of Gases Present or Genemted Du:ring Fin5, 
and in ISO 19701, Methods f01· Sampling and Analysis of Fi11! 1!.1flu
ents. 

B.2.5 The use of rats as an acceptable model for human expo
sme has, within the scope and significance of this test method, 
been well documented in ISO/ TR 9122, Toxicity Testing of Fi11! 
Effluents, Pan 5. 

B.2.6 The animal exposure system is that employed in the 
NBS Cup Furnace method [71 . It has been widely used in a 
number of labomtot·ies and has been found to be highly satis
factory. An important consideration in conducting animal 
exposmes is that the biological effects on the animals' condi
tion during a test should be adversely affected as little as possi
ble by causes other than specimen toxicity. Such adverse effects 
can be minimized by all of the follmving: 

(1) Providing an animal exposure chamber of sufficient size 
so d1at the animals' exhaled C02 does not affect them 
adversely 

(2) Making certain that heating condit ions from specimen 
heaters do not create an excessive heat burden to the 
animals 

(3) Providing a restraint system that does not cause undue 
physical stress 

Judgment regarding exposure chamber temperatures excur
sions above 40°C should be exercised. Generally, such excur
sions have not been regarded as detrimental to d1e resulting 
test data. However, there could be exceptions in extreme cases. 

B.2. 7 The su·ategy employed in this method for quantification 
of smoke toxicity represents ut ilization of the la test in state-of
the-art tmderstanding of the pt·ed iction of the toxic effects of 
fire effluents as reported in ISO 13344, &timation of the Lethal 
Toxic Potency of Fi11! Effluents. It employs a methodology for the 
calculation of toxic potencies from combustion product analy
sis data without the exposure of experimental animals. The 
basis for such methodology comes from extensive experimenta
tion using the exposure of rats to the common fire gases, bom 
singly and in combinations, that showed the additivity of frac
tional exposure doses (FEDs) of the individual toxicants. [8--181 
Expressed mathematically, the principle is shown in the follow
ing equation: 

where: 

n t C 
FED =[f- 1 dt 

i= t 0 (Ct)1 

C1 = concentration of the toxic component (i) 

[B.2.7] 

(Ct)1 = specific exposure dose required to produce the toxico
logical effect [19] 



ANNEX B 

Where the FED= 1, it is expected that the mixmre of gaseous 
toxicants would be lethal to 50 percent of exposed animals. Use 
of the principle in the form given in this test method has been 
termed the "N-ga~ model" by NIST. TheN-gas model also takes 
into account the effect of C02 on the toxicity of CO, as 
expressed empirically from smdies conducted at NIST [8] . 
Examination of a series of pure gaseous toxicant experiment~ 
in which various percentages of animals die indicates that the 
mean FED value using the N-gas calculation was 1.07, with 
95 percent± 0.20 percent confidence limits [11] . A detailed 
discussion on how to calculate a FED and how it is used in an 
engineering life safety analysis can be found in Chapter 63, 
"Assessment of Hazards to Occupants from Smoke, Toxic Gases 
and Heat," of the SFPE Handbook of Fi:re Protection .f;.nginee1ing. 

B.3 Limitations on Materials and Products. 

B.3.1 All products should be tested using the calculation 
method described. However, the lethal toxic potency of the 
smoke from certain products cannot be attributed to the 
common toxic gases analyzed. These products might need to 
be tested according to conventional animal exposure method
ology that requires the experimental determination of an LC50 

value. Otherwise, further research is necessary to explain why 
the lethal toxic potency cannot be estimated from the concen
trations of the common toxi c gases. For certain materials or 
products containing perfluorinated polymers, this test method 
could be inappropriate because a number of highly specialized 
combustion and toxicological phenomena can arise that make 
it difficult to create proper bench-scale conditions that repre
sent real-scale toxicity [20]. 

B.3.2 The research for the N-gas model did not include the 
combustion gases likely to be produced when materials or 
product~ that contain elements such as sulfur, bromine, or fluo
rine are burned. Therefcu-e, the calculations might not fully 
account for the smoke toxicity in such cases. 

B.3.3 Certain ash-producing materials (e .g ., silicones) necessi
tate the use of appropriate procedures to measure the quantity 
of sample burned, since the load cell readings are compro
mised by the deposit of ash resulting from the burning of the 
material. 

B.4 Test Method Data. This test method has been designed to 
provide data for the mathematical modeling of fire hazard as a 
means fot- evaluating materials and products and to assist in 
their research and development. 

B.4.1 Studies at NIST have demonstrated that a bench-scale 
toxic potency test can adequately represent many aspects of a 
postflashover fire [ 4] . One exception is the generation of 
carbon monoxide, which in some cases can be governed more 
by the available ait- supply in an actual fi.tll-scale fire than by the 
namre of the material burned. This exception cannot be simu
lated in a practical bench-scale test method. A few limited stud
ies found that postfla~hover fires exhibited a yield of 
approximately 0.2 kg of CO per kg of specimen mass lost. 
Based on this finding, LC50 values to be used in appraising post
flashover toxic fire hazard should be adjusted according to 
11.2.3. 

B.4.2 Data from this method have been compared directly to 
real-scale, postflashover fires of the same materials (i.e ., Doug
la~ fit-, rigid polyurethane foam, and PVC) [211. Wall cork, 
particle board, and a laminated melamine/ vermiculite compo
site also have been smdied, producing much the same result 
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[221 . These materials challenge the method with an extremely 
diverse set of test cases as follows: 

(1) Natural cellulosics and man-made plastics 
(2) Solid and foam plastics 
(3) Materials in which CO (along with C02 and low 0 2) is tl1e 

only toxicant 
( 4) Those that produce significant amounts of HCI and HCN 

The results sh owed agreement of tl1e postflashover LC50 data 
and the bench-scale data to within a factor of 3. 

B.4. 3 It is possible to demonstrate the regimen of LC:,o values 
in which performance differentiation is, and is not, scientifi
cally proper. The LC:,0 of C02-potentiated CO is about 5 g· m-3, 

and the yield of CO is about 0.2 g/ g of fuel burned. Some 
variation in this latter value has been observed. This value is the 
best representation, given current knowledge. Research to 
improve this knowledge is in progress. Therefore, with this test 
method, the LC 50 of postflashover smoke is about 25 g·m·3. 

This, plus the accuracy of tl1e method, results in postflashover 
smoke with LC5o(conJ values between 8 g·m·3 (i.e ., 25/ 3) and 
25 g·m·3 that are indistinguishable from each other using this 
test method. LC50 values > 25 g·m·3 are not possible for post
flashover smoke because the h igh CO is characteristic of these 
fires. 

B.4.4 Thus, it is more indicative of the state of the art that 
LCso values greater than 8 g·m·3 are indistinguishable ft-om each 
other using this test method. Most common building and 
furnishing materials have LC50 values substan tially higher than 
8 g·m·3. Thus, the lethal toxicity potency of the smoke most 
often is determined by the fire ventilation . For preflashover 
and postflashover fires, this method identifies products that 
pmduce smoke of extreme toxic potency. 

B.4.5 In the event that time to ignition and mass burning rate 
data are desired but are not readily available from other test 
methods, tl1ey should be obtained using a modification of this 
test procedure. Test specimens should be cut to the maximum 
size of 76 mm x 127 mm and blackened with a thin coating of 
carbon black or spmyed with a flat black coating having a heat 
energy absorptivity factor of 0.96 (Krylon® u lu-a flat sp1·ay paint 
can be permitted to be used for this application) . Specimens 
then should be conditioned at an ambient temperamre of 23°C 
± 3°C and a relative humidity of 50 percent ± 10 percent fot· at 
least 24 hours prior to testing. A specimen, mounted in the 
specimen holder, should be inserted into the combustion cell, 
which then should be sealed with the standard taper plug. The 
plug should be secured with wire or springs and the door 
closed at the front of the exposure chamber (nearest the chim
ney) . The portholes and the end d oor should be left open. The 
apparatus should be located directly under an exhaust hood. 
(CAUTION: Substantial quantities of smoke could be 
produced by a full-scale specimen, as in iliis test. The hood 
should be of adequate capacity to accommodate the smoke 
evolution.) The spark igniter should be ntrned on and the 
powet· activated to the radiant heat lamps. 

Data should be collected from the load cell and oxygen 
analyzer only. The time of ign ition should be noted, and the 
spark igniter should be nu-ned off. (For samples that have ilie 
tendency to se lf-extinguish immediately, the spark igniter 
should be left on until flaming ceases.) Data should be collec
ted for 15 minutes. After cooling to ambient temperantre, the 
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specimen should be reweighed. The mass los~ rate <Mi:R> per 
unit area should be calculated from the followmg equation: 

where: 

MLR = 'll.oo-'~o 
A(tw -t10 ) 

[B.4.5] 

MLR = mass loss rate (g/m2) 

111.oo = 90 percent of consumed mass (g) 
m10 = 10 percent of consumed mass (g) 

A = exposed face area of the specimen (m2
) 

1w = time at which 90 percent mass loss of the consumed 
mass occurred (g) 

t10 = time at which I 0 percent mass loss of the consumed 
mass occurred (g) 
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ANNEX D 

Annex C Precision and Bias 

77zis annex is not a pm·t of the 1·equirements of this NFPA document 
but is included for informational purposes only. 

C.l Precision. The precision of this test method has not yet 
been established. A precision statement will be prepared and 
included in the test method after completion of an interlabora
tory test series. 

C.2 Bias. The bias of this test method has not been measured, 
because there is no accepted reference material for use in 
making such measurements. 

C.2.1 Comparison of the LC 501,."1 values derived using this 
method (see B. 4. 2) have been shown to reproduce the LC 50 

values from real-scale, postflashover fires to within a factor of 3. 
Therefore, product LC50 values differing by less than a factor of 
3 are indistinguishable from one another. 

C.2.2 The accmacy of the bench-scale data for preflashover 
fires has not been established experimentally. However, the 
combustion conditions in the apparatus are quite similar to 
real preflashovet- fires, ald1ough the ma5s bmn.ing ,-are is 
higher at the 50 kW/ m2 i..tTadiance. 
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